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composite specimen Ø 8mm_  50%fiber/50% biobased Epoxyresin, vacuuminfusion    
  

composite specimen 100 x 15 x ~3 mm _ ~70%fiber/~30 % biobased Epoxyresin, heatpressing    
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Vielen Dank



Vielen Dank für Ihre Aufmerksamkeit!

Valentine Troi, Research Group Leader

valentine.troi@grownlab.at
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